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INTISARI 

Pohon pisang merupakan komoditas pangan yang jumlahnya terbilang banyak 

di Indonesia. Pohon pisang juga memiliki banyak bagian selain buahnya, batangnya 

yang biasa digunakan sebagai bahan campuran sebuah material komposit. Penelitian 

mengenai komposit serat batang pisang bertujuan untuk mengetahui sifat mekanis  

komposit serat batang pisang dengan susunan variasi serat. Pembuatan material 

menggunakan metode pengecoran dengan cetakan material terbuat dari kaca. 

Pencampuran resin dan katalis dengan perbandingan 70:1 dengan pengujian mengacu 

pada standar ASTM D638 untuk uji tarik dan standar ASTM D6110-4 untuk uji 

impak. Pencampuran matriks dan serat dengan fraksi volume 70%:30%. Selanjutnya 

dilakukan pengujian tarik dan pengujian impak untuk komposit dengan variasi serat 

acak, silang, lurus. Hasil pengujian menunjukan bahwa kekuatan tarik dan regangan 

teringgi didapat pada susunan variasi serat lurus dengan nilai 8,73 N/mm
2
, dengan 

regangan 3%. Kerja patahan tertinggi dan kekuatan impak tertinggi diperoleh susunan 

serat acak dengan kekuatan impak 133,667joule serta harga impaknya 0,823 

joule/mm
2
. Untuk kekuatan tarik, semakin kecil luas penampang serat didalam 

komposit maka akan menaikkan kekuatan tarik, sedangkan untuk regangan semakin 

panjang susunan serat didalam komposit maka regangan yang didapat akan semakin 

tinggi. Untuk uji impak semakin besar luas penampang susunan serat didalam 

komposit maka akan semakin tinggi kekuatan impaknya. 

 

Kata Kunci : Komposit, Sifat Mekanis, Serat Serat 
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ABSTRACT 

 

 The banana tree is a food commodity which has a lot of number in Indonesia. 

The banana tree also has many parts besides parts besides its fruits, its rod commonly 

used as a mixture of a composite material. The study of the banana stem fiber 

composite aims to determine its mechanical composite steam fiber with the 

composition of the fiber variation. The making of materials use the casting method 

with the glass mold material. The mixing of resin and catalyst is using comparision 

70:1 by testing refers to the ASTM D638 standar for tensile test and the ASTM 

D6110-4 standar for the impact test. The matrixs and fiber mixing are 70%:30% 

volume fraction. So the test of tensile and impact is done to composite with random, 

cross, straight fiber variation. The test result show that the strain strength and the 

higest tensile are obtained to the straight fiber variation with 8,73 N/mm
2
 of value 

with 3% of strain. The higest strenght impact are obtained by the arrangement of 

random fiber with 133,667 Joule impact strength and the impact price is 0,823 

Joule/mm
2
. For the tensile strength, the smaller of the fiber cross section in the 

composite, so that will increase the tensile strength, while for the strain, the longer 

arrangement fiber in the composite so the strain will be higher. For the impact test, 

the greater of the cross fiber sectional area in the composite, it will make the strength 

of the impact higher. 

 

Key Word : Composite, The mechanical character, Fiber  
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