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INTISARI 

 

Komposit adalah suatu material yang terbuat dari kombinasi dua atau lebih 

material sehingga dihasilkan material komposit yang mempunyai sifat mekanik 

dan karakteristik yang berbeda dari material pembentuknya. Komposit terdiri dari 

dua bahan atau lebih yang utama serat sebagai media penguat dan matrik sebagai 

pengikat. Pembuatan komposit  dilakukan dengan menggunakan serat batang 

pisang (apical meristim) sebagai serat penguat yang telah dilakukan perendaman 

dalam NaOH 5% selama 2 jam, dalam penelitian ini metode yang digunakan 

dengan pembuatan komposit menggunakan bahan alami yang diuji berdasarkan 

sifat mekanik pembuatan komposit menggunakan metode hand lay up (pemolesan 

resin mengunakan kuas), perbandingan resin dan katalis 1:100, dimensi benda uji 

yang dibuat menggunakan standar ASTM D638 untuk pengujian tarik dan ASTM 

D6110-4 untuk standar uji impak. Dari pengujian  didapatkan hasil uji tarik dan 

uji Impac yaitu tegangan tarik 8,31 Mpa tegangan yield 3,94 Mpa, regangan 1,9%, 

Harga impak 272,4 kj/m2, derajat 74,30. Jika dilihat dari hasil penelitian komposit 

serat batang pisang maka kekuatan mekanik  komosit serat batang pisang sangat 

dipengaruhi oleh variasi susunan serat. 

Kata Kunci: Komposit, variasi susunan,serat batang pisang. 
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ABSTRAC 

 

Composite is a material made from a combination of two or more 

materials so that a composite material is produced which has mechanical 

properties and different characteristics from its forming material. Composites 

consist of two or more main materials which are fibers as reinforcement media 

and matrices as binders. The making of composites was carried out using banana 

stem fibers (apical meristim) as reinforcing fibers which had been immersed in 

5% NaOH for 2 hours, in this study the methods used in making composites using 

natural materials were tested based on the mechanical properties of composite 

making using the hand lay method. up (polishing resin using a brush), ratio of 

resin and catalyst 1: 100, dimensions of the test object made using the ASTM 

D638 standard for tensile testing and ASTM D6110-4 for impact test standards. 

From the test, the results of the tensile test and Impac test are tensile stress 8.31 

Mpa yield voltage 3.94 Mpa, strain 1.9%, impact price 272.4 kj / m2, degree 

74.30. When viewed from the results of research on the fiber composition of 

banana stems, the mechanical strength of banana stem fiber comocytes is strongly 

Influenced by variationsin fiber arrangement. 

 

Keywords: Composite, variation of arrangement, banana stem fibers. 
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