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ABSTRAK 

 

Penelitian mengenai efisiensi adsorpsi ion logam Zn2+ telah dilakukan 

menggunakan komposit Fe3O4-kaolin asal Bangka. Penelitian ini bertujuan untuk 

mengetahui karakteristik komposit Fe3O4-kaolin menggunakan FTIR dan XRD, 

menentukan efisiensi adsorpsi ion logam Zn2+ oleh kaolin alam teraktivasi, Fe3O4, 

dan komposit Fe3O4-kaolin (1:1, 1:2 dan 1:3) serta mengetahui pengaruh 

konsentrasi terhadap efisiensi adsorpsi ion logam Zn2+ oleh komposit Fe3O4-

kaolin. Hasil analisis FTIR dan XRD menunjukkan bahwa komposit Fe3O4-kaolin 

berhasil disintesis. Berdasarkan hasil karakterisasi dengan FTIR pada Fe3O4-

kaolin menunjukkan terbentuknya komposit dengan adanya puncak serapan pada 

bilangan gelombang 3685 cm-1 dan 683,89 cm-1 yang merupakan puncak serapan 

khas dari kaolin dan pada bilangan gelombang 3448,32 cm-1 merupakan puncak 

serapan khas Fe3O4 yang memungkinkan untuk berikatan dengan kaolin. Selain 

itu hasil analisis XRD komposit Fe3O4-kaolin menunjukkan adanya puncak 

difraksi pada 2θ = 12,23o; 20,83o; 24,83o; 26,6o; 30,48o; 35,625o dan 62,5o yang 

terdiri atas kaolin dan Fe3O4. Efisiensi adsorpsi kaolin alam teraktivasi, Fe3O4, 

Fe3O4-kaolin (1:1, 1:2 dan 1:3) dapat menyerap ion logam Zn2+ masing-masing 

sebesar 99,18%, 44,76%, 99.25%, 94,63% dan 76,25%, dengan efisiensi adsorpsi 

terbesar terdapat pada komposit Fe3O4-kaolin (1:1). Efisiensi adsorpsi ion logam 

Zn2+ oleh komposit Fe3O4-kaolin (1:1) mencapai 49,57% pada konsentrasi ion 

logam Zn2+ sebesar 20 mg/L. 

 

Kata kunci: adsorpsi, efisiensi, Fe3O4-kaolin, komposit, Zn2+ 
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ABSTRACT 

 

Research on the adsorption efficiency of Zn2+ metal ions has been carried out 

using a composite Fe3O4-clay from Bangka. This study aims to determine the 

characteristics of Fe3O4-clay composites using FTIR and XRD, determine the 

adsorption efficiency of Zn2+ metal ions by activated natural clay, Fe3O4, and 

Fe3O4-clay composites (1:1, 1:2 and 1:3) and determine the effect of 

concentration. on the adsorption efficiency of Zn2+ metal ions by the Fe3O4-clay 

composite. The results of FTIR and XRD analysis showed that the Fe3O4-clay 

composite was successfully synthesized. Based on the results of characterization 

by FTIR on Fe3O4-clay, it shows the formation of composites with the absorption 

peak at wave numbers 3685 cm-1 and 683,89 cm-1 which are typical absorption 

peaks of clay and at wave number 3448,32 cm-1 is the absorption peak. Typical 

Fe3O4 which allows it to bind with clay. In addition, the XRD analysis results of 

Fe3O4-clay composite showed a diffraction peak at 2θ = 12,23o; 20,83o; 24,83o; 

26,6o; 30,48o; 35,625o and 62,5o which consist of clay and Fe3O4. The adsorption 

efficiency of activated natural clay, Fe3O4, Fe3O4-clay (1:1, 1:2 and 1:3) can 

absorb Zn2+ metal ions, respectively 99,18%, 44,76%, 99,25%, 94,63% and 

76,25%, with the highest adsorption efficiency found in the Fe3O4-clay composite 

(1:1). The adsorption efficiency of Zn2+ metal ions by the Fe3O4-clay (1:1) 

composite reached 49,57% at a Zn2+ metal ion concentration of 20 mg/L. 

Key words: adsorption, efficiency, composite, Fe3O4-clay, Zn2+ 
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