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INTISARI 

 

 Tidak semua tanah yang bisa digunakan sebagai dasar  konstruksi karena 

plastisitas tinggi, kekuatan geser yang rendah kemampatan atau perubahan 

volume yang besar dan potensi kembang susut yang tidak seragam. Oleh karena 

itu, diperlukannya metode perbaikan tanah dengan stabilisasi, salah satunya 

dengan mencampurkan tanah dari Kampung Reklamasi Air Jangkang Kecamatan 

Merawang, Kabupaten Bangka dengan serbuk arang tempurung kelapa yang 

diperoleh dari proses pembakaran selama 10 hari. Penelitian ini dilakukan untuk 

mengatahui pengaruh arang tempurung kelapa dengan komposisi campuran 5%, 

10%, 15% terhadap nilai CBR tanah lempung. Pengujian ini dilakukan dalam 

kondisi basah (soaked) dengan  waktu perendaman selama 4 hari dengan jumlah 

24 sampel. Penambahan serbuk arang tempurung kelapa sebanyak 5%, 10% dan 

15% terdapat nilai CBR berturut-turut 11,455%, 12,245% dan 13,628% 

sedangkan nilai CBR tanah lempung yaitu 6,913%. Nilai CBR tertinggi yaitu pada 

komposisi campuran 15% serbuk arang tempurung kelapa dengan 65 tumbukan 

yaitu sebesar 13,628%. Sedangkan untuk gradasi tanah dengan campuran serbuk 

arang tempurng kelapa pada saringan No.200 nilainya >50%, yang menunjukkan 

tanah campuran dan lempung masih dalam kategori tanah berbutir halus menurut 

sistem klasifikasi USCS. Campuran ini dapat mempengaruhi nilai CBR dimana 

nilainya semakin meningkat dan menunjukkan serbuk arang tempurung kelapa 

bisa dijadikan bahan stabilisasi. 

 

Kata kunci: Serbuk Arang Tempurung Kelapa, USCS, CBR. 
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ABSTRACT 

 

Not all soils can be used as a basis for construction because of high 

plasticity, low shear strength or large volume changes and the potential for non-

uniform shrinkage. Therefore, the need for soil improvement methods with 

stabilization, one of which is by mixing soil from the Jangkang Air Reclamation 

Village, Merawang District, Bangka Regency with coconut shell charcoal powder 

obtained from the burning process for 10 days. This study was conducted to 

determine the effect of coconut shell charcoal with a mixture composition of 5%, 

10%, 15% on the CBR value of clay. This test was carried out in wet conditions 

(soaked) with immersion time for 4 days with a total of 24 samples. The addition 

of coconut shell charcoal powder as much as 5%, 10% and 15% there are CBR 

values respectively 11.455%, 12.245% and 13.662% while the CBR value of clay 

is 6.913%. The highest CBR value is in the composition of a mixture of 15% 

coconut shell charcoal powder with 65 collisions which is equal to 13.662%. As 

for the gradation of soil with a mixture of coconut perfect charcoal powder on 

sieve No.200, the value is> 50%, which shows that the mixed soil and clay are 

still in the fine grained soil category according to the USCS classification system. 

This mixture can affect the CBR value where the value is increasing and shows 

that coconut shell charcoal powder can be used as a stabilization material. 

 

Keywords: Coconut Shell Charcoal Powder, USCS, CBR. 
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